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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BROHM MINING CORP,
MR. JIN BARRON
P.0. BOX 483
DEADSDOD, SD
57732




BC

Geochemical
Lab Report

REPORT: 098-1493 ( COMPLETE )

] L REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP, SUBMITTED RY: J. RARRON
PROJECT: NONE LISTER DATE PRINTED: 30-NOV-88
NUMBER OF LORER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 60 0,002 OPT Fire fAssay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 80 2 -150 40 Assay Prer 40
Excessive Wetness 1009
Samrle Pickur 1

REPORT COPIES TO: MR, JIM RARRON

REMARKS! FINAL RESULTS ARE REFORTED,

INVOICE TO: MR, JIM BARRON

MR ITM RARRON —




':'“g& Inc. Geochemical
2980 Cedar Dr.
(303) 989-1404
e . rm
REPORT: 098-1493 PROJECT: NONE LISTED PAGE 1 |
SANPLE ELENENT Ao SANPLE ELENENT  Au
HUNEER UNITS  0PT NUNBER WNITS  OPT |
02 R88-507-0-5 0.011 D2 RB8-507-200-205 0,004
D2 RE8-507-5-10 0,026 02 RB8-507-205-210 0,008
D2 R88-507-10-15 0,019 12 RES-507-210-215 <0,002
12 R88-507-15-20 0,020 D2 RE8-507-215-220 0,009
D2 R88-507-20-25 0,018 12 R88-507-220-225 0,010
02 R88-507-25-30 0,006 12 RB8-507-225-230 0,006
D2 R88-507-30-35 0,006 12 RE8-507-230-235 0,003
D2 R88-507-35-40 0,006 12 R88-507-235-240 0,009
D2 RB3-507-40-45 €0,002 12 R88-507-240-245 0,008
02 REB-507-45-50 €0,002 02 RB8-507-245-250 0,007
D2 RE8-507-50-55 20,002 D2 RB8-507-250-255 0,010
12 RE8-507-55-60 €0,002 12 RBB-507-255-260 0.009
D2 RE8-507-60-85 0,005 02 RB8-507-240-265 0,004
12 R88-507-65-70 0,003 12 RE8-507-265-270 0,004
D2 R88-507-70-75 0,004 D2 R88-507-270-275 0,010
02 R88-507-75-80 <0.002 02 R88-507-275-280 0.009
D2 R88-507-80-85 €0,002 02 R88-507-280-285 0.018
D2 R88-507-85-90 0,003 D2 R88-507-285-290 0.019
D2 R83-507-90-95 €0,002 D2 R83-507-290-295 0,023
02 R88-507-95-100 0,003 D2 RE8-507-295-300 0,021
D2 R88-507-100-105 0,005
12 RES-507-105-110  <0.002
D2 RE8-507-110-115 €002
02 RE8-507-115-120 0.005
12 RS8-507-120-125 0,002
02 RE8-507-125-130 0,002
12 RE8-507-130-135  <0.002
02 RE8-507-135-140 0,002
12 RBS-507-140-145  <0,002
12 RE3-507-145-150 0,002
12 RE3-507-150-155  <0.002
12 R88-507-155-160 0,005
12 R88-507-180-165 0.016
D2 RBS-507-165-170  <0.002
D2 REE-507-170-175  <0,002
02 R88-507-175-180  <0.002
12 RE8-507-180-185 0,002
D2 REE-507-185-190 0,002
02 RES-507-190-195 0,002
D2 RBS-507-195-200 <0,002




Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404

- :
= BONDAR-CLEGG
- ’ .

BROHM KINING CORF.
MR, JIN BARRON
F.0. BOX 485
REAIWOOD, SN
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report

(303) 9891404

REPORT: 098-1494 ( COMPLETE ) } L REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED RY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 1-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIKIT EXTRACTION METHOR
1 A Gold 41 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 41 2 -150 i1 Assay Prep 41
Excessive Wetness 1077
Sasrle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM RARRON

MRS JIM RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404
S BONDAR-CLEGG

REFORT: 098-1494 | PROJECT! NONE LISTED PAGE 1

SANPLE ELEMENT  Au SANPLE ELEMENT  Au

NUMBER UNITS  OPT NUMBER UNITS  OPT

12 RE8-507-300-305 0,010 D2 RB8-507-500-505 0,008

12 RE8-507-305-310 0,009

D2 REE-507-310-315 0,019

D2 R88-507-315-320 0,017

D2 RE8-507-320-325 0,008

D2 R88-507-325-330 0,008

D2 R88-507-330-335 0,012

12 R88-507-135-340 0,029

D2 R88-507-340-345 0,019

D2 R88-507-345-350 0,013

D2 R88-507-350-355 0,023

D2 RE8-507-355-360 0,004

D2 RES-507-340-365 0,003

D2 R88-507-365-370 0,003

D2 REE-507-170-375 0,004

D2 R88-507-375-380 0,008

D2 RES-507-380-385 0,021

D2 R88-507-385-390 0,007

D2 RES-507-390-395 0,008

D2 R88-507-395-400 0,008

D2 REE-507-400-405 0,005

D2 RE8-507-405-410 0,006

D2 R88-507-410-415 0,007

D2 RE8-507-415-420 0,004

D2 R88-507-420-425 €0,002

D2 RB8-507-425-430 0,004

D2 REE-507-430-435 0,012

D2 R88-507-435-440 0,004

12 R88-507-440-445 0,025

D2 REB-507-445-450 0,017

D2 R88-507-450-455 0,007

D2 RE8-507-455-460 0,006

D2 R88-507-460-445 0,010

D2 RE8-507-445-470 0,011

D2 RE8-507-470-475 0.018

12 R88-507-475-480 0,022

02 RE8-507-480-485 0,006

D2 R88-507-485-490 0,006

D2 REB-507-490-495 0,005

D2 R88-507-495-500 0.006




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

B
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BROHM MINING CORP.

MR. JIN BARRON
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HBondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
- * BONDAR-CLEGG

REPORT: 098-1513 ( CONPLETE ) |

Lab Report

REFERENCE INFO! NONE LISTER

CLIENT? BROHM MINING CORP.
PROJECT! NONE LISTED

SUBMITTEDR RY: J. BARRON
DATE PRINTED: 21-DEC-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LIKIT EXTRACTION METHOR
1 A Gold 44 0.002 OPT Fire Assay
2 A Bold 2 0,002 OPT Fire Assay
SAMPLE TYPES MUMBER SIZE FRACTIONS NUMBER SANFLE PREPARATIONS NUMBER
D DRILL CORE LT 2 -150 Assay Prep 44
Excessive Wetness 1032
Soarle Pickur — 1

REMARKS: FINAL RESULTS NOB ALL REPORTED,

THO SEPARATE ASSAY RESULTS REPORTED FOR 2

—__GANPLES.

REPORT COPIES TO: MR. JIM RARRON
MR, JIN BARRON

INUOICE TO: MR. JIN BARRON
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Bondar-Clegg, Inc. Csndleinion
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab I!IEI)()I1
(303) 989-1404 .

* BONDAR-CLEGG

REPORT: 098-1513 : , PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au Ay SAMPLE ELEMENT Au Ay

NUMBER UNITS orT OPT NUMBER UNITS OFT oPT

D2 RB8-507-505-510 0,012 D2 RB8-507-705-710 0.012

D2 RBB-507-510-515 0.012 D2 RBB-507-710-715 0.005

02 RB8-507-515-520 0,012 02 RBB-507-715-720 0.116 0.172 ~ ¥

D2 RB8-507-520-525 0,028 02 R88-507-720-725 0.087 0,003 A'. 035

D2 R8B-507-525-530 0,021

D2 R88-507-530-515 0,004

D2 R88-507-535-540 0,003

D2 RBB-507-540-545 0,009

D2 RB8-507-545-550 0.027

D2 RB8-507-550-555 0.008

02 RBB-507-555-540 0.002

D2 RBB8-507-540-565 0,005

D2 RBB-507-365-370 ¢,009

D2 R88-507-570-575 0.012

B2 RB8-3507-575-580 0,005

D2 RB8-507-580-585 0,011

D2 RB8-507-585-5%0 0.009

D2 R88-507-590-595 0.008

D2 RB88-507-595-600 0,005

D2 RB8-507-600-405 0,007

D2 RBB-507-405-610 40,002

D2 RB8-507-510-815 0.009

D2 RBB-507-615-820 0,010

D2 RB88-507-420-425 0.01%

D2 RBB-507-825-630 0,029

D2 RB8-507-430-435 0,041

D2 R8B-507-635-540 0.048

D2 RB8-507-440-445 0,050

D2 RBB-507-645-450 0,013

D2 RE8-507-450-455 0,020

02 R8B-507-455-660 0.011

D2 RBB-507-660-665 0,027

D2 RB8-507-445-670 0,020

02 RBB-507-670-475 0,009
0

D2 R88-507-675-480 004
N2 RBB-507-480-485 0,012
D2 RE8-507-485-690 0,011
D2 RBB-507-690-693 0,026
D2 RE8-507-695-700 0.018

D2 RB8-507-700-705 0,010




LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S8S-1404 TELEX: 45-683
SAMPLE SHIPMENT NOTICE

Date Shipped Via [ Prepaid or [J Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER

# Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation pce test
{ i 7y
[0 assay (%, ore grade) (] (prepared
Please analyze by } methods, the enclosed { samples
[1 geochemical (ppm, trace level) O unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE 0 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

O Results O Results
J Invoices O Invoices
O Pulps [0 Pulps
[0 Rejects [J Rejects
O Results OO Results
O Invoice 0 Invoice
0 Pulps O Pulps
0 Rejects O Rejects

CLIENT'S COPY




